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MATRIX MULTITECH PVT. LTD
ATTN: Mr. ELLIAS
VILL-DHULAGORI, P.O.-DHULAGORI, N.H.6,P.S.SANKRAIL
HOWRAH, W.B-711302

Sample Description: : ANTIQUE GOLDEN METAL D-RING
(1/2’’ DEE ANTIQUE)
(Samplereceivedin goodcondition)

Color: / StyleNo: /
OrderNo.: / Item: /
ModelNo.: / PI NO.: /
LeatherName: / ProductEndUse: /

Vendor:
MATRIX MULTITECH
PVT.LTD

Retest No.: /

Manufacturer: / Supplier: /
Pre-testing client
name:

/ Country of Origin: /

Test Period:
May 24, 2019 to
May 28,2019

Country of Destination: /

SUMMARY OF TEST RESULTS
TEST REQUESTED CONCLUSION REMARK

TOTAL LEAD (Pb) CONTENT TEST DATA See Note 2

NOTE: 1. The test has been conducted as per vendor’s request.
2. As no desirable is provided by vendor, pass/fail status can’t be given.

.

BUREAU VERITAS CONSUMER PRODUCTS SERVICES (INDIA) PVT. LTD .

SIGNATORIES

_____ ______
CHHATISH KUMAR NATH
(Dy. Manager – Analytical)

______ ___
RAHUL SRIVASTAVA
(Manager – Analytical)

PLEASE CONTACT:
FOR ANY TECHNICAL ISSUES: SUMANTA KUMAR SWAIN
E. MAIL: sumanta.swain@in.bureauveritas.comPHONE NO: 0120-4368206/205
FOR ANY INVOICING MATTER: MR. AMIT ROY
E. MAIL: amit.roy@in.bureauveritas.comPHONE NO: 0120-4368216
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TEST RESULT

TOTAL LEAD (PB) CONTENT TEST

Test Method : EPA3051A(Mod.) / EPA 3052(Mod.)

TestedItem(s) : A ANTIQUE GOLDEN METAL D-RING

Maximum Limit: : See Note 2

Note:
ND = Not detected “>” = More than
ppm= partspermillion = mg/kg mg/kg= milligram perkilogram NA = Not Applicable
DetectionLimit (ppm):10

END

Tested Item(s) Unit Result Conclusion
A ppm 21 ppm See Note 2


